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Wire rope BriFill

sZ 75

BriFill is produced by totally encapsulating a completed rope with a synthetic
material. The material is injected internally into the rope and leaves a minimal
thickness of material on the external surface.

e Crush resistant,robust rope construction

¢ |ncreased fatigue performance

e Reduced rope stretch/ elongation in service
... Read more

Rope construction: 6x41-IWRC

CERTEX Svenska AB
info@certex.se
O 08-758 00 10

© September 2026 - All Rights Reserved www.certex.se



https://www.certex.se/en/wire-rope-brifill-p5601031

Wire rope BriFill

Lifting Solutions Group
Axel Johnson International

Lifting table

Part code Rope diameter Tensile strength
mm N/mm?
103104804251009 48 1,770
103104803251009 48 1,770
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Finish Rope lay Min. breaking force
kN
Galvanized sZ 1,450
Galvanized zS 1,450
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Lubrication Weight
kg/100m
SupplierStandard 922
SupplierStandard 922
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